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§60.460

(1) Method 24 or formulation data
supplied by the coating manufacturer
to determine the VOC content of a
coating. In the event of dispute, Meth-
od 24 shall be the reference method.
For determining compliance only, re-
sults of Method 24 analyses of water-
borne coatings shall be adjusted as de-
scribed in Section 12.6 of Method 24.
Procedures to determine VOC emis-
sions are provided in §60.453.

(2) Method 25 for the measurement of
the VOC concentration in the gas
stream vent.

(3) Method 1 for sample and velocity
traverses.

(4) Method 2 for velocity and volu-
metric flow rate.

(5) Method 3 for gas analysis.

(6) Method 4 for stack gas moisture.

(b) For Method 24, the coating sample
must be a 1-liter sample taken into a 1-
liter container at a point where the
sample will be representative of the
coating material.

(¢c) For Method 25, the sample time
for each of three runs is to be at least
60 minutes and the minimum sample
volume is to be at least 0.003 dscm (0.1
dscf) except that shorter sampling
times or smaller volumes, when neces-
sitated by process variables or other
factors, may be approved by the Ad-
ministrator.

(d) The Administrator will approve
sampling of representative stacks on a
case-by-case basis if the owner or oper-
ator can demonstrate to the satisfac-
tion of the Administrator that the
testing of representative stacks would
yield results comparable to those that
would be obtained by testing all
stacks.

[47 FR 47785, Oct. 27, 1982, as amended at 65
FR 61761, Oct. 17, 2000]

Subpart TT—Standards of Perform-
ance for Metal Coil Surface
Coating

SOURCE: 47 FR 49612, Nov. 1, 1982, unless
otherwise noted.

§60.460 Applicability and designation
of affected facility.

(a) The provisions of this subpart

apply to the following affected facili-

ties in a metal coil surface coating op-

40 CFR Ch. I (7-1-10 Edition)

eration: each prime coat operation,
each finish coat operation, and each
prime and finish coat operation com-
bined when the finish coat is applied
wet on wet over the prime coat and
both coatings are cured simulta-
neously.

(b) This subpart applies to any facil-
ity identified in paragraph (a) of this
section that commences construction,
modification, or reconstruction after
January 5, 1981.

§60.461 Definitions.

(a) All terms used in this subpart not
defined below are given the same
meaning as in the Act or in subpart A
of this part.

Coating means any organic material
that is applied to the surface of metal
coil.

Coating application station means that
portion of the metal coil surface coat-
ing operation where the coating is ap-
plied to the surface of the metal coil.
Included as part of the coating applica-
tion station is the flashoff area be-
tween the coating application station
and the curing oven.

Curing oven means the device that
uses heat or radiation to dry or cure
the coating applied to the metal coil.

Finish coat operation means the coat-
ing application station, curing oven,
and quench station used to apply and
dry or cure the final coating(s) on the
surface of the metal coil. Where only a
single coating is applied to the metal
coil, that coating is considered a finish
coat.

Metal coil surface coating operation
means the application system used to
apply an organic coating to the surface
of any continuous metal strip with
thickness of 0.15 millimeter (mm) (0.006
in.) or more that is packaged in a roll
or coil.

Prime coat operation means the coat-
ing application station, curing oven,
and quench station used to apply and
dry or cure the initial coating(s) on the
surface of the metal coil.

Quench station means that portion of
the metal coil surface coating oper-
ation where the coated metal coil is
cooled, usually by a water spray, after
baking or curing.

VOC content means the quantity, in
kilograms per liter of coating solids, of
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